
Hysteresis Loop and Magnetic Properties of Pure Iron DT4E

T(℃) μi(k) μm(k) Pu(J/m3) Js(T) Jr(T) Hc(A/m) Hs(A/m)

40 0.2996 9.731 390.5 1.633 1.238 46.26 2502

20 0.2532 9.737 392.9 1.637 1.248 45.99 2503

0 0.2976 9.587 393.8 1.642 1.252 45.47 2503

-20 0.4893 9.363 398.9 1.645 1.243 46.2 2503

Note: Testing conditions, Hi=3A/m, Hs=2500A/m, the sample size is Ø25-Ø22.7X5.NG
YC


