
Hysteresis Loop and Magnetic Properties of Cobalt Iron 1J22

T(℃) μi(k) μm(k) Pu(J/m3) Js(T) Jr(T) Hc(A/m) Hs(A/m)

40 1.507 17.31 536.1 2.436 1.588 41.5 9940

20 1.412 17.1 27.17 2.454 1.74 44.95 9971

0 1.412 16.43 353.9 2.441 1.786 46.4 9946

-20 1.159 14.06 158 2.461 1.784 45.17 10000

Note: Test conditions, Hi=10A/m，Hs=10000A/m, the sample size is Ø28-Ø20X0.35.NG
YC


