Hysteresis Loop and Magnetic Properties of Permalloy 1J50
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T(C) mi(k) um(k) Pu()/m’) Js(T) Jr(T) Hc(A/m) Hs(A/m)
40 16.9 103.3 6.412 1.532 0.7456 2.598 1577
20 19 109.3 13.07 1.548 0.823 2.565 1591
0 19.21 115.8 6.957 1.564 0.891 2.578 1589
-20 19.43 120.9 9.098 1.58 0.9361 2.63 1596

Note: Test condition, Hi=0.4A/m, Hs=1600A/m, the sample size is @40-@32X0.35.




