
Hysteresis Loop and Magnetic Properties of Permalloy 1J79

T(°C) μi(k) μm(k) Pu(J/m3) Js(T) Jr(T) Hc(A/m) Hs(A/m)

40 71.08 352.8 1.933 0.7497 0.3492 0.458 80.02

20 73.7 337 1.88 0.7611 0.351 0.4784 80.02

0 79.49 312.4 2.037 0.7714 0.3462 0.4993 80.01

-20 74.32 280.6 1.88 0.7795 0.33 0.5406 80.02

Note: Test condition, Hi=0.04A/m，Hs=80A/m, the sample size is Ø40-Ø32X0.35.NG
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