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Hysteresis Loop and Magnetic Properties of Permalloy 1J85

72 54

0°C
16.dat{1-50

-36

21.dat{1-50 3

40°C
24 .dat(1-5.0)
————

(HA/m)
36 54 72 o0

T(C) pi(k) um(k) Pu(l/m’) Js(T) Jr(T) Hc(A/m) Hs(A/m)
40 100.5 269.6 1.089 0.7272 0.2585 0.4504 80.02
20 76.16 216.4 1.074 0.7404 0.244 0.5258 80.02

0 56.48 175.6 1.405 0.7496 0.2402 0.6251 80.02
-20 44.83 147 1.569 0.7567 0.2412 0.7349 80.02

Note: Test condition, Hi=0.08A/m, Hs=80A/m, the sample size is §40-@32X0.2.



